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for the benefit of reactor vessel design and operation. A primary objective of this program is the
development of a high-quality data base for the evaluation of current radiation-embrittlement
projection methods and the development of improved methods.

This report documents program highlights and research results for CY 1978 along with plans
for the third-year investigation. Principal results include completion of half of the scheduled
program irradiation experiments as well as commencement of postirradiation notch ductility and
fracture toughness testing. The facility and procedures developed for J-R curve testing of irradiated
compact toughness specimens are described. Postirradiation results are presented for four experiments
which contained A533-B steel plate material.
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THE NRL-EPRI RESEARCH PROGRAM (RP886-2),

EVALUATION AND PREDICTION OF NEUTRON EMBRITTLEMENT

IN REACTOR PRESSURE VESSEL MATERIALS,

ANNUAL PROGRESS REPORT FOR CY 1978

SUMMARY

The NRL-EPRI RP886-2 Research Program was formalized in January 1977. This
report documents the highlights and accomplishments of the NRL investigations during
CY 1978, the second year of program operation.

The program was designed as a 3-year effort and focuses on radiation-induced changes
to reactor pressure vessel materials typical of past as well as current commercial pro-
duction. Radiation effects are being investigated by standard Charpy-V (Cv), fatigue pre-
cracked Charpy-V (PCC.), and compact toughness (CT) test methods. Primary accomplish-
ments during CY 1978 relate to material acquisitions and specimen fabrication, expansion
of the irradiation facility, conduct of material irradiation experiments, and performance
of initial postirradiation material evaluations.

Highlights of material evaluations during this reporting period include:

* Observation of a general agreement between Cv 41-4 and KJd 99-MPaN/iiY
transition-temperature elevations measured by postirradiation Cv, PCCv, and CT test
methods. The suggested correlation, if confirmed by additional irradiation data, will be
of major value to the interpretation and use of Cv results from reactor vessel surveillance.

* Observation of good agreement between postirradiation Cv 41-4 transition-
temperature elevations measured for A533-B steel and projections of transition-temperature
changes by irradiation computed from NRC Regulatory Guide 1.99. The data indicate
that the Guide is not highly conservative for the materials and fluence conditions evaluated.

* First indication of a significant difference in radiation embrittlement sensitivity
between A533-B steel produced in the United States and that produced overseas. The
tentative finding suggests a detrimental effect of high arsenic content on steel radiation
resistance.

* Formulation of an alternative experimental definition of J c for reactor vessel
materials. Observations indicate that the proposed ASTM standard method for J c defi-
nition lacks sufficient precision to resolve J c for cases of limited crack extension and
cleavage instability. The alternative method overcomes this inadequacy.

Manuscript submitted May 11, 1979.
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* Development of a new definition of upper shelf initiation toughness. The proposed
definition is based on a small (0.15-mm) ductile crack extension and recognizes the
possibility for metal cleavage and brittle fracture at some upper shelf temperatures.

* Initial observation of a difference in radiation effect on the J value and the tearing
modulus of A533-B steel. (A 10% reduction in J versus a 50% reduction in the tearing
modulus was found in one irradiation test.) This difference was determined using the single-
specimen compliance technique.

INTRODUCTION
J. R. Hawthorne

The cooperative research and development program between the Electric Power
Research Institute (EPRI) and the Naval Research Laboratory (NRL) is generally directed
at materials and material applications for nuclear energy systems, with research emphasis on
material reliability and environmental responses for system safety. The present effort
focuses on the degradation of fracture resistance of reactor vessel steels and weld metals
by the 2880C (5500F) radiation environment. Properties under study are notch ductility,
fracture toughness, and strength. Objectives are (a) to develop a data base for the evaluation
of current radiation-embrittlement projection methods and for the development of
improved procedures, (b) to investigate the relationship, if one exists, between radiation
effects measured by the Cv test method and fracture mechanics test methods, (c) to
determine the radiation embrittlement sensitivities of a broad range of reactor pressure
vessel materials (plates, forgings, welds), and (d) to experimentally assess the effects of
selected composition variations.

This report summarizes achievements of the second year of program effort. A previous
report [1] described program progress in CY 1977, which focused on project design,
materials selection, acquisition and development of the reactor experiment irradiation
facility, initial irradiation operations, and planning for postirradiation testing and analysis.
Plans and objectives for program research during CY 1979 are also outlined.

MATERIALS
J. R. Hawthorne

Material Selection

The selection of materials to meet program objectives was accomplished jointly by
NRL and EPRI. To review [1], eight materials were chosen for investigation and are listed
in Table 1. The three plates and the forging were selected from those commercial materials
evaluated in the unirradiated condition by EPRI Program RP232. The A533-B steel plates,
codes CAB and CBB, additionally were chosen to compare U.S. and European steel
production. The third plate, code N, is known as the ASTM A302-B reference correlation
monitor material and has seen wide use in reactor vessel surveillance programs [2]. Unlike
the plate and forging materials, desired weldment materials were unavailable and had to be
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specially fabricated for the program. As noted in Table 1, the four welds permit an
assessment of the detrimental effect on radiation resistance of two levels of impurity copper
content (-0.35% Cu (high) and -0.20% Cu (intermediate)) and also assessment of the
significance to postirradiation upper shelf energy (USE) retention of two welding flux types.
Flux type 1 (Linde 80) typically produces a CV upper shelf energy level that is relatively
low (81 to 95 J); flux type 2 (Linde 0091 or Linde 124) typically produces a Cv upper
shelf level that is high (> 122 J). Both types have been applied extensively in reactor vessel
fabrication.

Table 1 - Program Materials

Material Code Type

A533-B plate CAB U.S. production
A533-B plate CBB Foreign production
A302-B plate N U.S. production (ASTM A302-B reference)
A508-2 forging BCB U.S. production
S/A* weld 1 E19 High copper content (-0.35% Cu) and

low upper shelf energy (USE)
S/A weld 2 E24 High copper content and high USE
S/A weld 3 E23 Intermediate copper content (;0.20% Cu)

and low USE
S/A weld 4 E4 Intermediate copper content and high USE

*Submerged arc weld process.

Test Matrix

The irradiation test matrix is summarized in Table 2. Each of the 12 experiments
include standard Cv specimens for notch ductility determinations and PCCV and fatigue
precracked 2.54-cm (1-in.) CT specimens for fracture toughness determinations. The three
fluence levels respectively represent initial reactor vessel service, early vessel life, and end-of-
life conditions. The intermediate fluence condition, -8 X 1018 n/cm2 , is of special interest
because it corresponds closely to the knee of the trend curve of radiation-induced transition
temperature elevation versus fluence exhibited by the ASTM A302-B reference plate [2]
and other pressure vessel materials.
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Table 2 - Irradiation Test Matrix

Irradiation Assessments

Material* 1-2 X 1018 t8 X 1018 3-4 X 1019

n/cm2 > 1 MeV n/cm2 > 1 MeV n/cm 2 > 1 MeV

A533-B plate (CAB) * (BSR-2)* * (BSR-3,5)
A533-B plate (CBB) * (BSR-4)
A302-B plate (N) * (BSR-7)
A508-2 forging (BCB) * (BSR-6)
Weld 1 (E19) * (BSR-9) * (BSR-8) * (BSR-10)
Weld 2 (E24) * (BSR-11)
Weld 3 (E23) * (BSR-12)
Weld 4 (E4) * (BSR-13)

*Bulk Shielding Reactor, experiment 2.

t The material for experiment 12 (BSR-14) is not yet designated.

Material Procurement and Specimen Cutting

In CY 1977 the three plates and the forging were received at NRL from the EPRI
Program RP232 archives. During the past year the four weldments were delivered to NRL
to complete the required inventory of materials.

Specimen cutting, machining, and fatigue precracking were completed for the plates,
the forging, and weldment E19 in CY 1978. Specimen fabrication was also undertaken for
weldments E23 and E24. Required specimens of these weldments and weldment E4 will be
available by 15 April 1979. An NRL Memorandum Report detailing specimen cutting and
fabrication for individual materials is in preparation. For thermal control tests, final speci-
men machining and fatigue precracking, where required, will take place after specimen
thermal conditioning.

The Cv and PCCV specimens were machined to the standard dimensions given by
ASTM Recommended Practice E23 (type A specimens). The CT specimens were machined
to the dimensions given in Fig. 1 [1]. Specifications for fatigue precracking of PCC, and CT
specimens provided an a/W ratio of 0.5. The maximum allowable stress intensity (Kl)
during the last increment of fatigue crack growth, 0.76 mm (0.030 in.), was 138 MPaN/-
(20 ksijiii.) and 152 MPaVii' (22 ksiN/Iii.) for the PCCv and CT specimens respectively.
Specimen fatigue precracking records document fatigue cycles, stress intensity, R ratio,
and surface crack lengths for all stages of precracking.
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HAWTHORNE

REACTOR FACILITY AND OPERATIONS
H. E. Watson and J. R. Hawthorne

Reactor Facility

The test reactor facility employed for program irradiations is the Bulk Shielding
Reactor (BSR) at the Oak Ridge National Laboratory (ORNL). Events leading to the
selection of the BSR were described earlier [1].

In CY 1978 the experiment irradiation capabilities at the BSR were upgraded to
permit the irradiation of two experiments simultaneously. This involved expanding the
experiment control console to accommodate both experiments, installing a duplicate
experiment instrumentation and piping system between the control console and the reactor
bridge, and constructing a second reactor safety circuit system. Simultaneous irradiation
operations commenced on 29 June 1978.

Irradiation Operations

For simultaneous experiment operations the BSR staff selected fuel core position 78
for the second irradiation facility (Fig. 2a). Fuel core position 67, the facility used initially,
would be retained under this plan. A major, unexpected problem was encountered with the
new core arrangement, however, which took several weeks to resolve satisfactorily. In brief,
the insertion of an experiment in the new (second) facility severely affected the temperature
uniformity and control of experiments in the original facility. The interference ultimately
was isolated with two specially constructed, dummy experiments. The use of positions 76
and 78 subsequently was requested with the aim of obtaining experiment separation and a
better balance within the core (Fig. 2b). Tests of this second core configuration, using the
dummy experiments, showed much improved temperature uniformity but somewhat
excessive (10 to 15%) gamma heating. The substitution of a solid aluminum piece for the
fuel element between the experiment positions corrected this problem (Fig. 2c).
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Fig. 2a - Fuel core configuration in the BSR
reactor showing the first NRL-EPRI experiment
irradiation facility (position 67) and the initially
proposed second irradiation facility (position 78).
The designations F, CR, FC, and AL stand re-
spectively for fuel element, control rod, fission
chamber, and aluminum piece

BSR CORE LOADING No. 52F. a " . .

", I" I tKq ' I '-

, D20
TANK

I I I I I
FC F F F . AL

F NRL F NRL 

F F:=F F
ALA F F F F I
Ar _ i

t IF ; Fi
F F F F F:

.x _ .. _.._ _.
F L~ F F

,? ! _ __n1
AL F F F AL

J .4 . '9 i

Fig. 2b - Fuel core configuration in the BSR
reactor showing the two irradiation facilities (posi-
tions 76 and 78) subsequently requested by NRL
for simultaneous experiment operations

Fig. 2c - Final fuel core configuration in the BSR
reactor for simultaneous NRL-EPRI experiment
operations
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Operations have indicated both experiments to be very sensitive to small reactor core
changes. This is caused by the small pressure drop across the core and the resulting low
reactor-coolant flow past the experiments. Low flow characteristics also necessitated the
use of an elaborate reactor safety system to protect against experiment overheating. Four
individual safety circuits are required by the BSR for each experiment (two per subsection).
Because the NRL console has a built-in system to handle experiment overheat situations,
the two safety circuits represent redundant, backup systems.

Neutron Flux Surveys

Surveys of ambient neutron flux conditions in positions 76 and 78 were performed
to determine the flux gradients (axial and radial) in each of the facilities and to verify
reactor-staff projections of ambient flux levels (n/cm2 > 1 MeV). The design of the flux
monitor assembly is shown in Fig. 3. Longitudinal holes over the assembly length received
sealed aluminum tubes containing Fe and Ni flux monitor wires. (CoAl and AgAl flux
monitor wires as well as Fe and Ni flux monitor wires are normally included in each material
irradiation experiment.) During the exposure of the assembly, a dummy material-irradiation
experiment was placed in the other position for better approximation of the normal core
loading condition. The design of the assembly differs from that used previously for the
survey of position 67 [1]; that is, the present design features a uniform metal density
over the greater portion of its length to produce a more accurate measurement of the axial
flux gradient. The greater relative mass of the assembly was expected to produce only a
minor flux suppression.

2.500

0.500 lo 520 
TYP 03 2.500

0- 0 __

.t 2 0.312 DIA.
1_ 1 0.500 TYP

TYP

0

STEEL STEEL STEEL 

16.375

,/----STEEL PLATE 1.000-1

C:1 1::1 X

Fig. 3 - Experimental assembly used for neutron flux surveys in the NRL-
EPRI irradiation facilities in the BSR reactor (core positions 76 and 78). (The
dimensions are in inches.)
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Each flux survey irradiation involved a 44,055-kilowatt-hour exposure. Monitor
wires were analyzed at the Radiation Counting Laboratory of EG&G Idaho, Inc. Individual
determinations are listed in Tables 3a and 3b. Neutron flux levels and gradients in the
facilities are illustrated in Figs. 4a and 4b. Results obtained earlier for position 67 [1]
are given in Fig. 4c. Three general observations are made: measured flux levels in positions
76 and 78 are considerably lower than that in position 67, requiring longer exposure times
to obtain specific (target) fluences; flux levels in both positions 76 and 78 are of about
the same magnitude; and radial flux gradients in positions 76 and 78 are less than the
gradient in position 67. In spite of the reduced radial gradients, the practice of rotating
experiments 1800 at midcycle to balance the neutron exposures over the experiment cross
section will be continued.

Table 3a - Results of NRL Neutron Flux Survey of BSR Experiment Facility 76

Flux 0 (1012 n/cm 2 s> 1 MeV)
Monitor Elevation Tube 1 Tube 2 Tube 3 Tube 4 Tube 5

Test
Position mm in. Fe* Nit Fe Ni Fe Fe Fe Ni

1 411 16.2 3.39 3.45 3.30 3.44 4.41 4.13 3.27 3.32
2 386 15.2 3.54 3.70 3.46 3.63 4.63 4.59 3.46 3.56
3 361 14.2 3.80 3.86 3.60 4.01 4.81 4.75 3.66 3.75
4 335 13.2 3.96 4.05 3.75 4.03 5.11 4.93 3.74 3.90
5 297 11.7 4.10 4.22 3.89 4.09 5.26 5.16 3.95 4.04
6 259 10.2 4.20 4.29 4.03 4.18 5.43 5.27 3.96 4.19
7 221 8.7 4.19 4.43 4.03 4.26 5.48 5.26 4.05 4.18
8 183 7.2 4.08 4.28 3.93 4.04 5.34 5.11 3.91 4.04
9 145 5.7 3.93 4.12 3.74 3.93 5.14 4.98 3.73 3.91

10 119 4.7 3.69 3.83 3.62 3.69 4.96 4.69 3.58 3.63
11 94 3.7 3.42 3.64 3.35 3.54 4.54 4.32 3.31 3.46
12 69 2.7 3.16 3.29 3.07 3.25 4.28 3.94 3.07 3.16
13 43 1.7 2.88 3.01 2.77 2.94 3.90 3.55 2.84 2.85

*54 Fe(np) 5 4 Mn reaction.
t58Ni(np)58co reaction.
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Table 3b - Results of NRL Neutron Flux Survey of BSR Experiment Facility 78

Flux 0 (1012 n/cm2 s > 1 MeV)
Monitor Elevation Tube 1 Tube 2 Tube 3 Tube 4 Tube 5

Test I

Position mm in. Fe Fe Ni Fe Fe Ni Fe Ni

1 411 16.2 3.07 2.99 3.05 4.11 3.73 3.80 3.11 3.13
2 386 15.2 3.22 3.21 3.26 4.32 4.05 4.10 3.27 3.47
3 361 14.2 3.45 3.38 3.40 4.54 4.35 4.45 3.41 3.54
4 335 13.2 3.53 3.51 3.63 4.79 4.55 4.70 3.60 3.70
5 297 11.7 3.70 3.74 3.85 5.01 4.79 4.86 3.75 3.94
6 259 10.2 3.74 3.82 3.94 5.19 4.99 4.96 3.87 4.14
7 221 8.7 3.78 3.83 3.98 5.14 5.03 5.08 3.91 4.08
8 183 7.2 3.70 3.76 3.97 5.07 4.92 5.06 3.91 4.00
9 145 5.7 3.56 3.69 3.73 4.79 4.64 4.88 3.69 3.93

10 119 4.7 3.49 3.55 3.55 4.66 4.33 4.69 3.59 3.70
11 94 3.7 3.21 3.25 3.34 4.30 4.22 4.37 3.35 3.50
12 69 2.7 2.98 3.09 3.14 4.01 3.83 3.98 3.09 3.21
13 43 1.7 2.73 2.78 2.92 3.77 3.61 3.66 2.90 2.99
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Fig. 4a - Results of an NRL neutron flux survey in BSR reactor core position
76 (BSR core loading 53). (The approximate elevations of test specimens in the
core piece are also shown.)
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Fig. 4b -Results of an NRL neutron flux survey of BSR reactor core
position 78 (BSR core loading 53)
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Fig. 4c -Results of an NRL neutron flux survey of BSR reactor core
position 67 (BSR core loading 46)
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Experiment Design

Preceding the conversion to simultaneous irradiation operations, a change was made
in the experiment design. Figure 5 schematically illustrates the new and old design. The
design change was part of the continuing effort to improve overall exposure conditions.
Benefits are:

* Reduced specimen-to-specimen temperature differences. (The specimen group
within each assembly now approaches a solid mass with shortened heat transfer paths.)

* Commingled Cv and PCCv specimens. (The procedure minimizes fluence and
temperature differences and improves the basis for a direct comparison of results.)

* Improved orientation of the CT specimen crack plane relative to the incident
neutron flux.

* Reduced overall assembly length.

* Simplified experiment midcycle rotation.

|34.93cm
(1375in)

31.67cm
(12.47in)

Fig. 5 - Elevation view showing the general design of the new
material-irradiation assembly (bottom) and the old (initial)
irradiation assembly (top)

Status of Material Irradiation

Figure 6a shows the experiment irradiation schedule for CY 1978, and Fig. 6b shows
the schedule projected for CY 1979. It is expected that the schedule for CY 1979 will need
periodic revision to take into account reactor outages for unscheduled maintenance, un-
expected ORNL experiment operations, and refueling. In recognition of the required
extension of experiment irradiation times due to lower flux levels and current projections

12
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of unscheduled reactor outages, a 4-month extension of the program timeframe has been
granted by the sponsor. Accordingly, the date for completion of phase 1 efforts has been
advanced to 10 May 1980, even though, as shown in Fig. 6b, the current plan is to execute
the experiment irradiations by August 1979.

CORE CY 1978' (CY1979)
POSITION JAN FEB MAR APR MAY JUN JUL . AUG- SEP OCT . NOV . DEC

67 BSR-2 BSR-3 BSR-4
PLATE PLATE PLATE
CAB CAB CBB

78 BS-5 BSR-6B 279
PLATE CAB FORGING 8CR 12/791

76 BSR-7 (/9
PLATE N 13/791

*FLUX SURVEY EXPERIMENTS 2, 3 AND 4 ARE NOT SHOWN

Fig. 6a - Experiment irradiation schedule for CY 1978

FUEL CY 1979
CORE JAN* FEB. MAR APR MAY- JUN JUL .AUG SEP OCT NOV . DEC

P'OSITION
7 BSR-6 BSR-8 BSR-9 BSR-10 BSR-14t
78' I I

FORGING WELD E19
BCB

76 BSR-7 BSR-11 BSR-12 BSR-13
I I I~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~

PLATE N WELD WELD WELD
E24 E23 E4

*SCHEDULE TO BE INTERRUPTED FOR SPECIAL ANL FLUX
MONITOR EXPERIMENT

tMATERIAL NOT SELECTED

Fig 6b - Experiment irradiation schedule projected for CY 1979

FRACTURE TOUGHNESS TESTING

Overview
J. R. Hawthorne

Major research emphasis is on the definition of toughness trends relative to the brittle-
to-ductile transition regime as functions of fluence level, product form, chemical composi-
tion, and test method. The program permits limited studies of the upper shelf, however, as
specimen numbers permit. To evolve a full analysis of data significance, irradiation data and
trend information developed by the present program will be evaluated statistically by a
related EPRI program.
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In CY 1978 the test plan for postirradiation PCCv specimen evaluations was developed.
Plans for postirradiation evaluations of Cv and CT specimens were developed in CY 1977
and are described in Ref. 1. The PCCV test plan, outlined in Table 4, references specimen
test temperatures to the estimated postirradiation nil-ductility transition (NDT) temper-
ature. The postirradiation NDT temperature is estimated by adding the measured elevation
in Cv 41-J (30 ft-lb) transition temperature to the measured NDT temperature (drop-weight
test) for the preirradiation condition.

Table 4 - Plan for Postirradiation PCCv Specimen Tests

Test Specimen Test Temperature
Sequence High USE Materials Low USE Materials

1 NDT + 600F (33 0C) NDT + 600 F (330C)
2 NDT NDT + 1200F (670C)
3 NDT + 1200F (670C) NDT + 900 F (500C)
4 NDT + 900 F (500C) NDT
5 NDT + 600 F (330C) NDT + 600F (330C)

Data review and decision point

6 NDT + 300 F (170C) NDT + 300F (170C)
7 NDT + 1500F (830C) NDT + 1500F (83 0C)
8 NDT + 1100F (610C) (option) NDT - 600 F (33 0C) (option)
9 NDT - 600F (330C) (option) Upper shelf (option)

10 Upper shelf (option) Upper shelf (option)

The PCCv and C7 specimens are being tested in the dynamic mode; the CT specimens
are being tested in the static mode. Specimen evaluations are proceeding in the order Cv,
PCCv, and finally CT. The test temperature range for each specimen type is an independent
variable. A prerequisite to postirradiation evaluations is an availability of baseline data
for the preirradiation condition.

Charpy-V (Cv) and Precracked Charpy-V (PCCv) Specimen Evaluations
J. R. Hawthorne

Unirradiated Condition

Data for the unirradiated condition of the plate and forging materials have been
reported by the EPRI RP232 Program [3-51. Nonetheless, limited Cv and PCCv evaluations
of this condition are being performed as a precaution to guard against possible property
differences between the test sections used in the two programs. In the case of the newly
fabricated weldments, NRL tests of the unirradiated condition will serve as the reference
data base for its postirradiation comparisons. (Welds E19, E23, and E24 are also included in
an EPRI-sponsored research program at Westinghouse.)

14
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Figures 7a, 7b, and 7c compare Cv results obtained by NRL against data developed
previously by the RP232 Program. With the forging, good agreement between NRL and
RP232-Program determinations is found. With plate CAB, on the other hand, a difference
in Cv 41-J transition temperature of about 220C (400F) is observed. In addition a dif-
ference in Cv upper shelf energy level of at least 544 (40 ft-lb) is indicated. Significant
differences between the respective data sets are also noted for plate CBB. The source of
the variations has not been established; nevertheless the comparisons indicate the wisdom
of performing routine check tests for a research program of this type. Possible causes of
the property variations are an across-plate metallurgical variation or a difference in through-
thickness testing location (1/4T versus 3/4T). Normal test-machine calibration is not a
factor. The NRL impact test machines have been certified as to accuracy by the Army
Materials and Mechanics Research Center (AMMRC) [6-9]. AMMRC standard calibration
specimens, however, cover only the energy range below 115 J (85 ft-lb). Machine-to-
machine differences above this energy range could conceivably still occur. With reference
to the upper shelf results for plate CAB, an interchange of test specimens between NRL
and Combustion Engineering, Inc., Windsor Laboratories, in the course of an earlier study
[10] did show agreement of the machines within 4% tolerance at 190 J (140 ft-lb). (EPRI
RP232 program Cv tests of plate CAB and CBB were conducted at Combustion Engineering,
Inc., Chattanooga Laboratories.)
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Fig. 7a -Charpy-V notch ductility of A533-B plate, code CAB, before irradiation. NRL
test results and prior EPRI RP232 Program results are shown

16



NRL REPORT 8327

-50 0 50 100 150 200 288 ('C)
(Mils) ~~~I I I I I (mm

A533-B PLATE (CODE CBB)
UNIRRADIATED CONDITION

Z0 NRL TESTS
o 0 RP232 TESTS *

<E 800.8 4 mijls5)2n 80 2 2
-i~~~~~~~~~~j ~~~~~~0

-J0 0
Uo

40 -

0 I I L-I .- -- 0

I~~~~~~~~~~~~~~~~ ft-b)
Q 120

80- 0

z 
LUi

40 ~~~~~~~~~~~~~~~~~~~~~60

40~~~~~~~~~~~~~~~~~~~~~~~
2 R TNDT *o~~~~~ . I I .0o

:120 -40 40 120 200 280 360 440 55
TEMPERATURE

Fig. 7b - Charpy-V notch ductility of A533-B plate, code CAB, before irradiation
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Fig. 7c - Charpy-V notch ductility of A508-2 forging, code BCB, before irradiation

Preirradiation-condition PCCv tests of the plate and forging materials have not yet
been accomplished. Accordingly irradiation data given in this report must reference PCCv
data from RP232 Program files.

Irradiated Condition

In CY 1978, postirradiation Cv tests were completed for the first four experiments
(Table 2). Results for experiments BSR-2, BSR-3, and BSR-5, which contained plate CAB
material, are presented in Figs. 8a, 8b, and 8c. Results for experiment BSR-4, which
contained plate CBB material, are given in Fig. 8d. Table 5 summarizes the observed changes
in notch ductility. The neutron fluence values in Fig. 8a are based on actual evaluations of
neutron flux monitors contained in the experiment; values given in Fig. 8b, 8c, and 8d are
preliminary estimates only. Also, experiments BSR-2 and BSR-3 were built to the initial
irradiation assembly design, whereas experiments BSR-4 and BSR-5 were constructed to
the currently used design (Fig. 5).
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Fig. 8a - Charpy-V notch ductility of A533-B plate, code CAB, after irradiation (experiment BSR-2)
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Fig. 8b - Charpy-V notch ductility of A533-B plate, code CAB, after irradiation (experiment BSR-3)
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Fig. 8c- Charpy-V notch ductility of A533-B plate, code CAB, after irradiation (experiment BSR-5)
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Fig. 8d - Charpy-V notch ductility of A533-B plate, code CBB, after irradiation (experiment BSR-4)
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Table 5 -- Postirradiation Charpy-V Properties as Shown in Figs. 8a Through 8d

Cv Transition Temperature

414 68-J 0.9-mm ErLateral
(30 ft-lb) (50 ft-lb) (35-mil) Energy Expansion

Index Index Index _ _

CC 4 '

Plate CAB

Cv Upper Shelf

Cc 1: nIm mik.1 r -it)

('ifrraldhiale | 1 29 h/;I J( I 3 2.1 81

BSR-2 1.1 16 II, 7-1 165) 7-1 165 I 3 3 98 i 1.5 60
BSR-3.xl, tfi() *t' 11(J I 19088 102 215 . ts127 a!11, 1.6 12 1
BSR-5 w 63 I -i 91 1 95 91 195 1 13: 98 1.6 61

The preceding values indicate the following property changes (A) by irradiation

1.1

'5 1 .

12 75
t:5)( -I0()

58 '1 05

.11 t80 1 61 11.) 1 <1-1 ..:0 I 0.5 21
.58 : I. 92 1 65 ! I '1 <10 1 0.5 20
61 11Ho 81 11 ) 0 ° ! 0.1 17

_ _. iL_. _ ......... . I_ _ _ _ L _. ._ 

1 .'ii irra d hu vd j I

1B1it- I .m } I . 9 1

The preceding values i

BS1?- I __ 92

Plate CBB

:M ()18 l;) .1 1I
1 95 101 220 1101 220

indicate the following property change

1 !5 ;- - : 0 18 

13;1 99 2.1 81

s.122 t90 1.6 6I

s (A) by irradiation j

* '141 <10l( ().6; S 
.. .. ... . .... .. . I _ .. . --.-- As

*Preliminary fluence estimate.

Analyses of the Cv data permit several general observations:

* Good agreement is evident between the radiation-induced elevations in Cv 41-J
and 684 (30 ft-lb and 50 ft-lb) transition temperatures. On the other hand the elevation
in the lateral-expansion 0.9-mm (35-mil) transition temperature generally is greater than
the elevation in the 41-J transition temperature.

* The increases in the 41-J transition temperature measured for plate CAB (three
experiments) were in the range of 42 and 58 0C (75 to 1050F). The increase in the 414
transition temperature for plate CBB was 92 0C (1650F).

* Upper shelf reductions were uniformly 14 J (10 ft-lb) or less, indicating good upper
shelf retention with irradiation. Lateral expansion values at upper shelf temperatures, in
contrast, show greater reductions with irradiation.

An additional observation of special interest to the study is that the measured notch
ductility changes in general are about equal to projections of radiation embrittlement given
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by NRC Regulatory Guide 1.99 [11] for the individual steel chemistries and fluences. The
expression offered by the Guide for calculation of transition temperature elevation by
2880C irradiation is

AT (0 F) = [40 + 1000 (%Cu - 0.08) + 5000 (%P - 0.008) 1 (f/10 19 )1 12 (1)

where f is fluence in n/cm2 > 1 MeV. Table 6 compares calculated elevations in the Cv 41-4
transition temperature and the measured elevations. For experiment BSR-5 the measured
elevation in transition temperature is greater by 6 C (100F), but this difference is not
significant.

Table 6 - Comparison of Measured and Projected Elevations in the Charpy-V 41-J
Transition Temperature by 2880C Irradiation

Elevation (OF)
Material Experii- Fluence 0 e.Gie19

Code mxpent- (1019 n/cm2 Experiment Reg. (1)99Code ment ~~> 1. MV Expeasriment Projection
Measurement (Eq. (1))

CAB (0.12% Cu, 0.008% P) BSR-2 1.1 75 84
BSR-3 1.5* t1iot 98
BSR-5 3.0* 105 139

CBB (0.13% Cu, 0.006% P) BSR-4 3.0* 165 156

*Preliminary fluence estimate.
tAverage value.

A further observation is that the data describe a higher radiation sensitivity for plate
CBB than for plate CAB if preliminary fluence estimates are correct. The higher radiation
sensitivity cannot be attributed to a difference in copper content or phosphorus content
between the two plates (Table 7); on the other hand plate CBB is noted to have a much
higher arsenic content than plate CAB. Previously [12] the question was raised as to a
possible contribution of arsenic content to radiation sensitivity, because this impurity
element and phosphorus have a similar influence with regard to steel temper embrittlement.
Moreover the mechanism of the phosphorus contribution to radiation embrittlement is
believed to be radiation-enhanced phosphorus diffusion to and weakening of ferrite/carbide
interfaces. One study of the arsenic contribution, using NiCrMoV forging materials with
yield strengths of about 724 MPa (105 ksi) and arsenic content variations between 10
and 170 ppm, has been reported [131. No indication of an arsenic influence on radiation
resistance was found; however, the arsenic content of plate CBB (350 ppm) in the present
case is considerably higher than that range investigated.
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Table 7 - Chemical Composition of Plates CAB and CBB [3] and Forging BCB [4]

Chemical Composition (wt-%)

Plate Plate Forging
Element CAB CBB BCB

C 0.25 0.21 0.212
Mn 1.41 1.45 0.63
P 0.008 0.006 0.006
S 0.014 0.009 0.012
Si 0.26 0.23 0.26
Ni 0.46 0.55 0.55
Cr 0.11 0.05 0.38
Mo 0.49 0.64 0.62

Al (soluble) 0.016 0.029 <0.001
Al (insoluble) 0.001 0.002 0.001*

As 0.012 0.035 0.004
B 0.0007 0.0004 <0.0002
Cb <0.01 <0.01 <0.005
Co 0.010 0.020 <0.005
Cu 0.12 0.13 0.036
N 0.008 0.014 0.013
0 0.003 0.004 -
Pb <0.001 <0.001 0.003
Sb 0.0013 0.0015 <0.004
Sn 0.008 0.015 0.011
Ti <0.01 <0.01 <0.001
V 0.003 0.003 0.002
W <0.01 <0.01 <0.012
Zr <0.001 <0.001 <0.001

*Total aluminum.

In CY 1978, PCCV tests were also completed for the first four irradiation experiments.
The results are presented in Figs. 9a through 9d and summarized in Table 8. Postirradiation
test procedures conformed to standard EPRI procedures for Kj determinations [14]. The
present determinations were based on energy absorbed to maximum load corrected for
specimen and test machine compliance.
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200
TEMPERATURE

Fig. 9a - Fatigue precracked Charpy-V test results for A533-B plate, code CAB, before and after
irradiation (experiment BSR-2). Compact toughness (CT) test results for the unirradiated condition
developed by the EPRI RP232 program are also shown. (The nomenclature 1T-CT refers to toughness
tests using a compact specimen 25.4 mm (1 in.) thick (Fig. 1). The nomenclature KI, and Kjc are
discussed in the next subsection.) The CT results have not been adjusted by the Merkle-Corten
correction (to be discussed later) for the tension component of loading. The open symbols identify
fractures before general yielding, and the filled symbols identify fractures after general yielding.
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(ksin)
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TEMPERATURE

Fig. 9b - Fatigue precracked Charpy-V test results for A533-B plate, code CAB, before and after
irradiation (experiment BSR-3)
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200
TEMPERATURE

Fig. 9c - Fatigue precracked Charpy-V test results for A533-B plate, code CAB, before and after
irradiation (experiment BSR-5)
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Fig. 9d - Fatigue precracked Charpy-V test results for A533-B plate, code CBB, before and after
irradiation (experiment BSR-4)
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Table 8 - Postirradiation Precracked Charpy-V Properties as shown in
Figs. 9a through 9d

KJd Transition Temperature

Fluence { _
mxeri(09ntc 99-MPam- 66-MPam, 132-MPavrm- Kjd Upper Shelf

> 1 MeV) Index Index Index

. ~~~~~C M~( ( FEPU\/xn ksi..in~._ . ! ____ .... 1__ ___-- ............ __;

Plate CAB

- I L-nirradUI(aIj 18 65 ! - I 30 29 85 >280 >255

13S-2 1 1.1 77 170, 57 13. 85 185 ! 286 260
3SHR-3 ! 1 V 6 93 200 77 170 1(02 21.5 2'12-275 220-250
1SR-5 9I 3- 91 195 7 1 160 99 21.0 291 265

h.i.. _ vaLues. i..ic.. - foL.. .... p. a- _ by _rd..i_

The preceding values indicate the followring property changes (A) by irradiation

1SR-2 59 9 105 58 10() 56 100 1 0 A 0
13SI1-13 -1. -) I 75 13. 78 140 73 130 1)122 920
131SR-) aI173 1301 72 1,30 7 70 1 25 0 0

~~~___.*_ __,___ ___. __ ______ . I a__ - 2

Plate CBB
I ,' ------------ r---*-r

-- ;1 nirradlate(d 13 55 i 9 15 ! 21 70 ! 285 260
3SR-I{.- _ | 3 i 99 210 1 9 1 195 !10.1 220 !217-280 225- 255

h. e preceg v s ia.
The preceding values indicate the following property changes (A) by irradiation

I mI?-- I > 3:-: 8; 165 .oo1(0 180 1 8:3
l _ -....1 . _ l .is.--i --

*Preliminary fluence estimate.
tNot clearly established.

150 | -22 20

Currently it is believed that the PCCv specimen can define dynamic fracture toughness
(KJd) in the transition region up to a value of approximately 110 MPa,/mi (100 ksiVi.)
using the J-integral calculation and the energy absorbed to maximum load. Because of
possible crack extension prior to the maximum load, it is difficult to prove that values in
excess of the preceding level can still be considered as "initiation" toughness. For post-
irradiation comparisons the temperature corresponding to KJd = 99 MPaxs/ii (90 ksiV¶.)
was arbitrarily selected as an index of transition behavior. The PCCv specimen is too small
to measure a valid fracture toughness (ASTM E399 criteria for static tests) above a value of
about 44 MPaV'iii (40 ksiNFE). The specimen size and the J- integral procedure can be
used to project KJd properties in excess of 44 MPaV-/, but the method is considered
fully acceptable only when fracture initiates in a cleavage mode.
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Experimental observations from Figs. 9a through 9d and Table 8 are as follows:

* Good agreement is indicated between the radiation-induced elevations in KJd 99-,
66-, and 132-MPavfii transition temperatures for plate CAB and for plate CBB.

* The elevations in the KJd 99-MPaV\/'i transition temperature for plate CAB (three
experiments) range from 58 to 750 C (105 to 1350F). The elevation in the KJd 99-MPao/iii
transition temperature for plate CBB is 860 C (1550F).

* The elevation in the KJd 99-MPaN/ii transition temperature is slightly greater than
the elevation in the Cv 41-4 transition temperature for plate CAB but not for plate CBB.

* The PCCv data trends support the Cv indications of a higher radiation sensitivity for
plate CBB.

* Comparable radiation reductions in upper shelf fracture toughness are exhibited by
plates CAB and CBB; postirradiation upper shelf values, however, exceed 165 MPai/i
(150 ksiV/Eii.). PCCv upper shelf reductions appear to be comparable to the Cv upper shelf
energy reductions.

Relative to the third observation listed, the difference between PCCV and Cv transition-
temperature elevations may be the result of small fluence variations between specimen
locations in the irradiation assembly or may reflect the use of RP232 Program data for the
reference (unirradiated) condition. The use of RP232 Program data may also have a bearing
on the last observation listed. NRL tests of the unirradiated condition should resolve this
question.

To summarize PCCv and Cv observations thus far, the data for transition-temperature
elevation by irradiation appear to be internally consistent. The two plate materials evaluated
demonstrate high upper shelf toughness retention but appear to differ in their resistance to
radiation-induced transition temperature shift. The possibility that arsenic content con-
tributes to radiation sensitivity at levels exceeding 120 ppm has been raised and bears
further examination.

Development of J-R Curve Procedures
F. J. Loss, B. H. Menke, and R. A. Gray, Jr.

Focus

The primary focus of evaluations with the CT specimens is on fracture initiation
toughness. However, it is expected that the materials will exhibit elastic-plastic behavior
over the major portion of the brittle-to-ductile transition regime. Accordingly it becomes
necessary to characterize the slow-stable crack extension phenomenon as commonly
denoted by the R curve as well. The latter is useful not only in defining crack initiation but
also in assessing the potential for crack instability.
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The temperature shift AT between preirradiation and postirradiation Kic-versus-
temperature curves developed by this study permits comparisons with analogous AT values
measured from dynamic testing of Cv and PCCv specimens. The development of such a
correlation between the Charpy and fracture-mechanics test methods for the irradiated
condition, if successful, will be of significant value in interpreting Cv results from reactor
surveillance programs. The degradation in upper shelf toughness by irradiation, measured
from the compact specimens, likewise will permit a comparison with postirradiation change
in Cv upper shelf energy.

Approach

The 25.4-mm-thick (1-in.) CT specimen (iT-CT) (Fig. 1) was selected for pre-
irradiation fracture toughness characterization because it can be irradiated easily and yet
its relatively large size provides sufficient mechanical constraint to infer high levels of plane
strain toughness when the specimen itself exhibits elastic-plastic behavior. By current
J-based criteria, the iT-CT specimen is believed to be large enough to permit characteri-
zation of the stable crack extension (R curve) to J values in excess of 600 kJ/m2 (3430
lb/in.) for the types of steels considered here; an equivalent KIC in excess of 350 MPaV/'mi
(320 ksiNhT.)',can also be determined. (A current thickness criteria forJic testing requires
the thickness B to be in excess of 25 Jlc faf, where Of is the mean stress between the yield
stress and the ultimate stress.) Though initiation toughness levels of this magnitude are not
necessarily required for reactor safety analysis, this specimen constraint capability is
necessary for proper analysis of the R-curve behavior.

The IT-CT specimen can measure a valid (E-399) KIc value no higher than approxi-
mately 60 MPaN/`m (55 ksiN/Y.) for the irradiated steels in this program. Since most of the
toughness values of practical interest lie above this value, plane strain (KIC) values must be
inferred from elastic-plastic specimen behavior. The J-R curve approach is used whenever
an E-399 KIC toughness cannot be defined. The inferred toughness, termed KjC, is
computed from the well-known relation

K~ =(E+JC), , (2)

where J c is the initiation toughness, E is Young's modulus, and v is Poisson's ratio. The
modulus is not measured independently but instead is taken from the relationship em-
ployed by Ireland and coworkers in an earlier EPRI-sponsored program [15]:

E = 30.2 - 0.0046 T,

where E has the units of 106 psi and T is in degrees F. This becomes

E = 207,200 - 57.09T,

where E has the units megapascals and T is in degrees C.
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Interpretation of J-Based Toughness

We have chosen to interpret Kj, as the value of KIC which would have been obtained
from a larger specimen meeting the E-399 size requirements. Unfortunately an unequivocal
correspondence between KjC and KIC is not universally accepted. This correspondence is
under investigation in a related program sponsored by EPRI. Also the value of KjC derived
from the JIC value can be lower than a KI, value measured directly. This results from the
ASTM E-399 definition of KIC, which has a built-in size effect. The latter arises from the
permissible "apparent" crack extension of 2%. Clearly crack extensions of this magnitude
can result in KIC values which correspond to different positions on a thickness-independent
R curve. For large specimens this crack extension could result in an equivalent J value that
is significantly above the initiation value JIC, depending on the slope of the R curve. Further
interpretation of this behavior is beyond the scope of the current program.

A standard method for JIC measurement is being investigated by ASTM Committee
E24.08 [16]. However, this proposed standard cannot be applied directly in the present
program because JIC is defined by the multispecimen heat-tint technique, which is not
employed here, and the standard does not provide a method for definition of the R curve.
Proper definition of the R-curve trends is desirable, since the R curve can be used in
conjunction with instability analysis of the structure by the tearing modulus (T) approach
being developed by Paris and coworkers [17]. In addition, because of the limited number
of specimens which can be irradiated and also because of the limited supply of the weld
deposit material used in this program, it is essential that the J-R curve be defined by a single-
specimen technique. In this investigation the single-specimen compliance (SSC) technique
is being used exclusively [18].

The J1c level is derived from the intersection of the J-R curve with the formal crack-tip-
blunting line, shown schematically in Fig. 10. The word formal is used because the blunting
line defined in this manner may only approximate the actual behavior for a wide range of
steels. Furthermore there is disagreement as to whether the slope of the R curve is
specimen-thickness dependent even when a minimum thickness requirement has been met,
such as B > 25 J/uf. Fortunately it appears that the JIC value is independent of R-curve
shape. However, an investigation of geometry dependence of the J-R curve is beyond the
scope of the present program.
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In this study the majority of the specimens are side grooved in order to provide a
straight crack-front extension. This modification is believed to result in a J value which is
nearly constant across the crack front [19]. A more constant Jvalue, in turn, will define
an R curve of lower slope than would have been obtained with smooth specimens, for
those materials where the addition of grooves results in a tunneled crack front. It is believed
that a conservative assessment of the stable crack extension will be obtained with the R
curves of lower slope. Furthermore, if it can be shown that a plane-strain R curve is
obtained with side-grooved specimens, then this behavior appears to be properly defined
for use in studies of the structural response of flawed members under plane strain condi-
tions.

Experimental Procedure

The SSC procedure has been employed by several laboratories in the United States
to establish JIc Only recently, however, has the method been extended to define the R
curve. This procedure is simple in concept but requires highly accurate electronic and
experimental apparatus for successful application. The primary goal in this method is to
achieve a partial unloading of the specimen (say 10%) such that unload and reload records
of load (P) vs deflection (6) enable the specimen compliance (6/P) to be determined with
precision (Fig. 11, top). A predetermined compliance relationship (Fig. 11, bottom) is then
used to establish the crack length with similar precision.
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termined curve to predict the
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The experimental procedure uses a CT specimen of E-399 proportions but having a
modified notch geometry (Fig. 12) to permit the mounting of razor-sharp knife edges for
measuring load line deflection with a clip gage. The notch modification has required a small
increase in the distance between the hole centers of the E-399 standard specimen. The
specimen is loaded with flat-bottom or D grips to minimize friction between the loading
pin and the grip. Special techniques have been developed to permit remote loading of the
specimen in a hot cell (Fig. 13). The specimen is heated by means of an electric-resistance
oven; it is cooled below ambient temperature by circulating gaseous nitrogen. A thermo-
couple clamped to the specimen monitors the temperature during the test.
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Fig. 12 - Geometry of a iT compact specimen for an a1W of
0.6. In this program, however, a slightly shorter crack length
(aIW = 0.5) has been used, as shown in Fig. 1. A precrack of
2.54 mm (0.100 in.) is added prior to testing.
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Fig. 13 - Experimental apparatus for J-integral testing by remote means in a hot cell
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The specimen is loaded in an MTS servo-hydraulic machine. Load and load-line-
deflection outputs are simultaneously fed into a computer and x-y plotters. The former
permits an on-line determination of both J and the crack extension Aa. The computer code
being used for the data reduction was originally developed by Joyce and Gudas [20] and
subsequently modified by NRL.

A typical example of a load vs load-line displacement trace and of the magnified
unload-load compliance traces taken from along this trace is provided in Figs. 14a and 14b
respectively. From a repeatability viewpoint the specimen compliance records are accurate
enough to detect crack length changes of ±0.08 mm (±3 mils) for a iT specimen with an
a/W of 0.5; the capability for crack length discrimination increases with longer cracks.
However, repeatability is not to be confused with accuracy. The system accuracy is difficult
to define, because it depends on the compounding of errors due to load-cell and clip-gage
calibration factors, determination of Young's modulus, validity of the compliance
expression used to translate the experimental compliance to specimen crack lengths, and
the electronic noise level, which may vary between tests. (We take account of the clip-gage
calibration factor, however, which exhibits a variation of approximately ±2.5% from the
room-temperature value over the range of test temperatures used here. Failure to account
for this will result in a corresponding error in the predicted Aa even when the results are
normalized to force agreement with the optically measured precrack.) In spite of the
compounding of errors, our development of the SSC method has resulted in a correspond-
ence between predicted and measured final crack lengths, when these crack fronts are
straight, to within 0.13 mm (5 mils). On the other hand, much larger discrepancies have
been detected with smooth specimens having curved crack fronts and also with specimens
exhibiting straight crack fronts which have been machined from an A302-B steel having
a high nonmetallic inclusion content.
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Fig. 14a - Load vs load-line-deflection record from the test of an irradiated specimen at 820 C
(180 F) showing unstable fracture. Note the leveling of the curve prior to fracture.
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Fig. 14B -The unload-load traces taken from Fig. 14a and highly amplified. Hystereis is not

noticeable. Also shown is an example of the load relaxation behavior while the specimen is held
at constant deflection (upper left, for unloading 16).
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The unloading traces (Fig. 14b) bear particular scrutiny, because they are the heart of
the SSC method. As can be seen, there is no noticeable hysteresis. A least-squares fit of the
unload-load slopes typically yields a 95% confidence limit of ±0.05 mm (2 mils).

Calculation of the J Integral

The value of J is computed from the expression

1 +a 2A

1 +a2 BNbo (3)

where A is the specimen energy input based on total deflection, bo is the original unbroken
ligament, BN is the net thickness after the thickness B is reduced by the grooves, and the
term (1 + oj)/(l + a2 ) is a modified Merkle-Corten correction to account for the tension
component of the loading. (There is some disagreement as to whether the use of BN is
proper for side-grooved specimens. It has been suggested that a value between B and BN
may also be appropriate.) The modification of the Merkle-Corten correction from the
original [21] has been derived by Clarke and Landes [22]. The simplicity of the modified
correction is believed to override any minor loss in accuracy from the original expression.
However, Kjc values computed from Eq. (3) must also include the 1 - v2 term (Eq. (2))
to achieve the greatest accuracy [23], whereas this term should be omitted when the
original Merkle-Corten correction is used.

Calculation of the Rotation Correction

As the loading progresses, minor rotations of the specimen result in corresponding
reductions in the moment arm and in deviations of the clip-gage knife edge from the true
load line (Fig. 15). A rotation correction has been derived to account for this behavior
[24]:

(6 /P)M

(5 /P)c / sin 0- cos) D sinO - Cos ) (4)
tR ) ( _R)
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Fig. 15 - Elastic compliance correction for specimen rotation

where (Fig. 15)

8 = half-crack load-line displacement,
P = applied load,
c = value corrected for rotation,
m = value measured experimentally,
H = half span of the applied load points,
R = radius of rotation of the crack centerline at the measurement line when

assuming a plastic hinge about the center of the uncracked ligament, (W + a)/2,
W = width of the specimen,
a = crack length from the load plane,
D = distance from the crack plane to the measurement line when P = 0,
0 = angle of rotation of a rigid body element about the unbroken midsection

line, or

0 = sin-' [(Sm +D)/(D2 +R2)0] -tan-'(DIR).

Calculation of the Compliance

The value of crack length at selected points in the test is computed from the unload-
load slope by means of a predetermined specimen compliance relationship. Two
compliance relationships have been employed: the theoretical expression of Hudak et al.
[25] based on a plane-stress assumption and an experimental compliance derived by NRL
using blunt-notch specimens having different crack lengths [24]. A comparison of these
two compliance trends (Fig. 16) shows the Hudak and experimental curves to be of a
slightly different shape. For, comparison, the Hudak and experimental curves in Fig. 16
have been forced to match at an a1W of 0.5. This was required, since the modulus of the
specimens used for the experimental compliance was not precisely known. The difference
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between the two compliances is not significant, and the two will predict nearly identical
crack lengths when normalized to the same initial compliance for the fatigue precrack.

150 [ I

125 -

100 .

EBd
-P

75 I

50 .

0.4 0.45 0.5 0.55 0.6 0.65 0.7
a/W

Fig. 16 - Comparison of the CT-specimen compliance
relationship derived analytically by a plane-stress assump-
tion (Hudak et al. [25] with that measured experimen-
tally with blunt-notch specimens (smooth). The two
curves have been matched at an a1W of 0.5. Also shown
is the experimental compliance relationship for specimens
having side grooves with 25% total depths.

The Hudak compliance applies only to smooth specimens. However, side grooves
with depths of 10, 20, and 25% to eliminate the crack-front curvature were investigated.
Hence an experimental blunt-notch compliance was also evolved by NRL for the specimens
having 25% side grooves. A comparison between the experimental compliance of smooth
and side grooved specimens (Fig. 16 shows that both curves are similar in shape but
displaced slightly along the vertical axis. On the basis of this behavior we would infer a
similar result for a theoretical compliance for side-grooved specimens. In practice, the 25%-
side-groove compliance is used for the specimens having 20 to 25% side grooves, and the
smooth-specimen compliance is used for the specimens having 0 and 10% side grooves.

42

HUDAK et al.

I I~~~~~~~~~~~~



NRL REPORT 8327

To compute the absolute crack length from the compliance, it is necessary to know the
modulus as well as the S/P slope. The modulus is a function of test temperature and is
generally not known exactly. To avoid this problem, agreement is forced between the length
of the specimen fatigue precrack as predicted by the SSC method and as measured optically;
this agreement defines a match modulus which is then used for subsequent crack length
predictions. This procedure is not to be construed as a method for determining modulus
but only as a means to an end. With this initialization of the precrack length, the previously
stated accuracy in the predicted final crack is obtained.

Effect of Side Grooves

The side grooves were machined with a Charpy V-notch cutter having a 450 included
angle and a 0.25-mm (0.010-in.) root radius. Figure 17a compares the crack-front shape for
0 and 10% side grooves in specimens from an A533-B steel plate (code CBB). It is clear that
10% side grooves have had little effect in straightening the crack front. However, one can
observe a slight tendency for a reverse crack-front curvature where the crack front intersects
the side grooves.

I "�

p . . �- pa�

IA: ,.,.

>�. 1<
!

Fig. 17a - Comparison of crack-front curvature resulting from 0 and 10% side grooves in A533-B steel
IT-CT specimens cut from the plate of foreign production. The curvature of the heat-tinted crack tends
to reverse near the grooves in the side-grooved specimen
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Figure 17b compares crack-front curvature between specimens cut from another
A533-B plate (code CAB) and having 20 and 25% side grooves. The crack fronts illustrated
here exhibit much less curvature than that associated with the 10% side grooves. There
appears to be little difference in crack-front curvature between specimens having 20 or 25%
side grooves. This conclusion is also reflected in the similarity of the R-curve shape from
these specimens, as discussed later.

C ' '. ' 20 i

CAB-15 12100 20%

,,,._B-1 . 20%: 7

CAB- 12 1 210C 20%

, L. I 1 1 f 

1 h"L ' : )t Wi a ai ,ee

CAB-31 121&C 25%

_ . . . v L -

i

CAB-I 1 21° 25%

i ~ ~~~~~ ~ ~~~~~~~ p 

Fig. 17b - Comparison of'crack-front curvatures resulting from 20 and 25% side grooves in 1T-CT speci-
mens cut from A533-B steel plate of U.S. production. Straight crack fronts appear to result from the 25%
side grooves, but the improvement over the crack fronts resulting from the 20% side grooves is minimal

Finally Fig. 17c contrasts the crack-front curvature which results from 20% side
grooves in specimens cut from an A533-B plate and an A533 submerged arc weld (NRL
code V86); the latter specimen was tested in conjunction with an NRC-sponsored program.
There is a tendency for reverse tunneling in the weld metal specimen but a barely noticeable
tendency in the plate specimen. Thus it appears that the degree of side grooving required
to straighten the crack front is not a constant but depends on the material. For this program
we have determined that 20% side grooves will produce the desired result.

44



NRL REPORT 8327

Rt. . -'
9,,

'-I

�''�4�

.,� '�i1'N4

CAB-12 1210C 20%/,

i '" .6 .
1,#UL U ZA

.4:.

;4,. . .: -

1 .

vGG- 2'0O°C 20%

!'.

Fig. 17c - Effect of 20% side grooves in IT-CT specimens cut
from plate (left) and weld metal (right). The influence of side
grooves in straightening the crack front appears to be alloy de-
pendent. Reverse tunneling of the crack front occurs in the weld
metal. However, this reversal in the plate results in a barely
noticeable gull shape.

Alternative JhC Measurement

Figure 18 illustrates a typical J-R curve for plate CAB at the temperature of the
upper shelf. The JjC value is currently defined by the proposed ASTM standard method
[16] as the intersection of the blunting line with the least-squares fit of the points lying
between the parallel dashed lines. The left dashed line is termed an exclusion line. This
is believed to be an indicator of the first real crack extension. In other words, any crack
extension less than the exclusion line is difficult to distinguish from blunting.
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Fig. 18- Typical R curve exhibiting a curved behavior. An alternative definition of Jc is
the intersection of a smoothly drawn R curve and an exclusion line drawn 0.15 mm to the
right of the blunting line. Also shown is the proposed ASTM definition of Jk as illustrated
in Fig. 10

In the present program many of the tests will exhibit only a limited degree of stable
(ductile) crack extension, followed by brittle failure (cleavage instability), such as indicated
in Fig. 19. For these cases the R curve will be too limited to determine J c via a least-squares
fit of the data. (If Aa at failure is less than twice the extension to the blunting line, JI, by
the ASTM procedure is taken as the value at instability.) On the other hand these specimens
exhibit sufficient plasticity so as to be grossly invalid by a Kk, criterion (E-399). Conse-
quently data of this type cannot be interpreted easily by current or proposed standards.
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Fig. 19 -The R curve for a specimen which exhibited a limited stable crack extension prior
to brittle fracture. The shape of the R curve sharply increases prior to fracture. (The upper
shelf trend is from Fig. 20 and will be discussed in connection with that figure.)

If Aa at failure is greater than twice the extension to the blunting line, the ASTM
definition of J/c can be applied. However, the R curve in Fig. 18 exhibits a nonlinear
behavior, especially in the region near the blunting line. Because of this curvature, a least-
squares fit of only a few of the points to the right of the exclusion line in Fig. 18 would
result in a steeper line than the least squares fit of all the points. The result could be a JI,
value at least 20% below that shown in Fig. 18. There appears to be no physical basis to
justify such differences in JIc, thereby suggesting a deficiency in the ASTM definition.

Because of the behavior illustrated in the preceding examples, an alternative measure-
ment procedure for Jlc has been formulated as also shown in Fig. 18. This procedure
involves substituting a smooth curve through the data in place of a linear regression, with
JIc then being defined by the intersection of this curve with the 0.15-mm exclusion line.
The choice of the exclusion line as part of the J1, definition criterion is based on the
association of this line with the first indication of crack extension from a practical view-
point as implied by Ref. 16. The advantage of the alternative method is that it will define
the same JIc value irrespective of the amount of crack extension prior to fracture or the
degree of R-curve curvature, thereby circumventing the difficulties encountered with the
proposed ASTM procedure. In addition, for a large crack extension the alternative definition
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of JI, may also yield values comparable with those defined by the ASTM procedure. In
Fig. 18 for example both methods define essentially the same J c

In the case of specimen failure at crack extensions less than those defined by the exclu-
sion line, J1c is computed at the level of failure. This approach is consistent with that
normally taken for this type of behavior. For example, tests with plate CAB for which the J
at failure was equated with JIC have produced measurable extensions, including blunting,
of 0.05 to 0.25 mm (2 to 10 mils). For the JI, level indicated in Fig. 18, this amount of
crack extension is less than that defined by the exclusion line and is therefore considered
negligible.

R-Curve Trends

Figure 20 compares R curves from plate CAB in the Cv upper shelf regime using one
specimen having 20% side grooves and two specimens having 25% side grooves. The curves
exhibit relatively little scatter; this behavior is consistent with the relatively straight crack
fronts for the 20 and 25% side-grooved specimens illustrated in Fig. 17b. The range of
JI, values for these specimens using the alternative definition is 182 to 223 kJ/m 2 (1040
to 1275 lb/in.). This compares with a JI, range of 171 to 221 kJ/m 2 (974 to 1263 lb/in.) by
the proposed ASTM definition. When Eq. (2) and the alternative definition of JI, are used,
a mean value for KJ, of 211 MPa/mi (192 ksi'/ifn.) is obtained on the upper shelf.
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Fig. 20 - Comparison of R curves in the upper shelf temperature region for three specimens.
The predicted final crack lengths agree with the measured (optical) crack lengths

For specimens having stable growth prior to a cleavage instability, the R curve shows
an unexpected behavior which has not been previously observed. As illustrated in Fig. 19,
the R curve exhibits a sharp increase in slope just prior to fracture. In cases such as this, the
definition of JIC by a least-squares fit of the data would be clearly inappropriate. This test
is typical of other results with plate CAB and appears to reflect a hardening prior to cleavage
failure. This has been associated with a leveling of the load-versus-deflection record after the
maximum load, as shown in Fig. 14a. (Since the specimen in Fig. 19 failed at the maximum
load, this hardening was not distinguished on the load-versus-deflection record).

For the specimen in Fig. 19 the JI, value is defined by the intersection of the smoothly
drawn R curve with the exclusion line. In other words, the final SSC data point has been
ignored. With this specimen a direct comparison is not possible between the last SSC point
and the point based upon the optically measured Aa. This R curve, with the exception of
the anomalous behavior at fracture, fits within the trend of R curves at the upper shelf
shown in Fig. 20.

The crack extension values presented here are based on an experimental compliance
relationship (Fig. 16). Figure 21a compares the J-R curves which result from an applica-
tion of the Hudak et al. and experimental compliance expressions. The differences
resulting from the application of the two compliance relationships is slight and for this
example amounts to an 8% change in JIC and in the R-curve slope.
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Fig. 21a - Comparison of R curves (with the specimen rotation correction of Eq. (4))
computed on the basis of the theoretical and experimental (25% side grooves) compliance
relationships shown in Fig. 16

Figure 21b illustrates the result of applying the correction for specimen rotation
(Eq. (4)). The JjC value is reduced by 15% as a result of this correction. However, there is
little difference in the tearing modulus. As expected, the final measured crack length agrees
better with the predicted values after the rotation correction has been applied.
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Fig. 21b - Effect of the specimen rotation correction of Eq. (4) for a typical R curve
(computed on the basis of the experimental compliance relationship shown in Fig. 16)

Upper Shelf Definition

A comparison of Figs. 19 and 20 suggests that the R-curve shape is influenced very
little by temperature over a 1000C (1800F) interval. Consequently, once the R curve crosses
the exclusion line, essentially the same value of JI, will be defined, within experimental
scatter, regardless of whether the specimen exhibits fibrous tearing or cleavage instability
as a consequence of further crack extension beyond this level. It is proposed, therefore,
that an "upper shelf initiation toughness" be defined as that level where a crack extension
of 0.15 mm is first achieved.

Some confusion may result when this definition is contrasted with that normally
associated with Cv upper shelf behavior. The latter refers to the temperature region of
completely fibrous fracture of the Cv specimen. The JI, upper shelf definition is consistent
with this concept in that the crack extension between the blunting and exclusion lines will
also be primarily fibrous. (The possibility of some cleavage on a microscale is possible, but
from a practical viewpoint this behavior, if it occurred, has had no effect on the R-curve
example in Fig. 19). With this definition of an upper shelf J1c, however, one must allow
for the possibility of cleavage instability after the initiation toughness has been achieved;
the latter phenomenon is important to structural integrity and must be considered
separately in terms of a stability analysis.
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Postirradiation CT Specimen Evaluations
F.J. Loss, B.H. Menke, and R.A. Gray, Jr.

R Curve of Irradiated Material

In CY-1978, tests have been conducted with selected specimens from experiments
BSR-2 and BSR-3. Side grooves of 20% depth were machined in all specimens after
irradiation. Most of these specimens failed without measurable crack extension; therefore
J-R curves were not produced. However, an example for one of the tests which did show
significant crack extension prior to brittle fracture is presented in Fig. 22. The R curve for
this specimen exhibits a change in slope prior to fracture similar to that illustrated in
Fig. 19.
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Fig. 22 - The J-R curve behavior of irradiated material from the BSR-2 capsule. The trend
of unirradiated material (Fig. 20) is shown for comparison

By the previous analysis the specimen in Fig. 22 is considered to represent upper shelf
behavior for the irradiated steel even though a cleavage fracture was observed. The initial
position of the R curve is within the scatterband for unirradiated tests in the upper shelf
regime. Thus the upper shelf toughness for the code CAB material from the BSR-2 irradia-
tion is changed very little from the unirradiated condition. Actually, however, a small (10%)
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decrease in Kj, for the irradiated material is determined, because the higher flow stress of
the irradiated material causes a steeper exclusion line to be drawn; this results in an inter-
section with the R curve at a lower value of J. On the other hand the tearing modulus shows
a larger degradation with irradiation (a factor of 2.3) than is experienced with Jc. This
behavior is observed qualitatively by comparing the R-curve slopes in Fig. 22.

Comparison of Preirradiation and Postirradiation Fracture Toughness

Figure 23 presents a comparison of the initiation toughness Kjc for the irradiation
and unirradiated conditions of plate CAB. All of the specimens except for the three tested
at 1210C (2500F), failed in a cleavage mode after some amount of ductile crack extension.
This figure also presents a comparison with the unirradiated tests conducted by Combustion
Engineering (CE) in an earlier EPRI-sponsored program [26]. Agreement is good between
the results of the two laboratories.

(M Poa-m

KJC

ksi /in.)

TEMPERATURE

Fig. 23 - Comparison of preirradiation and postirradiation fracture toughness from J-integral analysis for
an A533-B steel. The unirradiated toughness measured by Combustion Engineering, Inc. [26], is also
plotted (filled circles).
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The highest CE data point, at 240C (750 F), was the test of a 2T-CT specimen, and its
toughness was computed from the J integral to the maximum load in accordance with
Eq. (2). NRL has measured the average crack extension (including blunting) from the
specimen surface as 0.6 mm (22 mils). Coincidentally this value of Aa, coupled with the J
value at fracture determined by CE, falls close to the highest R curve in Fig. 20. The
resulting J1 , by the alternative definition produces a Kj, which is similar to the values
measured by NRL at both 190C (660F) and 1210C (2500 F). Therefore we have adjusted
downward this CE data point as shown in Fig. 23.

In Fig. 23 the curve for the unirradiated condition sharply changes slope between the
transition and upper shelf regions as opposed to the smooth curve between these regions
normally exhibited by conventional Cv trends. This slope change follows from the
alternative definition of J1c. At crack extensions less than those defined by the exclusion
line, fracture proceeds in a cleavage mode with little or no real crack extension. When this
occurs, KI, is determined from the J value at fracture; this process results in the trend of
increasing Kjc with temperature. As the crack extension exceeds the exclusion line, KJc
remains essentially constant. This type of K1 ,-versus-temperature curve is believed to be
a general curve applicable to other steels which exhibit a micromode fracture transition
from cleavage to fibrous. Not unexpectedly the PCCv curves previously presented also
exhibit this general shape.

A measure of the toughness degradation with irradiation is often denoted by a temper-
ature shift (AT) at some arbitrary toughness level in the transition region, such as 100
MPaN//m (91 ksiVA.). In Fig. 23 the temperature shift at this toughness is 650 C (1180F)
for the BSR-2 irradiation capsule and 940C (1700F) for the BSR-3 irradiation capsule.
These AT values are in good agreement with those defined by the PCCv test at a similar
toughness level. The Cv temperature shifts at the 41-J (30 ft-lb) level are somewhat less
than these values. Small fluence differences within the specimen irradiation assembly may
have contributed to differences in PCCv-versus-Cv or CT-versus-Cv measurements of the
irradiation effect.

Summary of CT Specimen Evaluations

The single-specimen compliance technique has been applied to define the J-R curve
and Jfc trends of an A533-B plate (code CAB) in both preirradiation and postirradiation
conditions. An important conclusion was that J c appears to lack sufficient precision to
resolve J c values for material exhibiting a brittle instability (cleavage) preceded by a small
amount of ductile crack extension. An alternative experimental definition for JIc was
formulated to resolve this problem. In addition it was concluded that a small (8%) differ-
ence in Jlc and R-curve slope exists between the analyses based on theoretical and
experimental specimen compliance and that a rotation correction for J can result in a
reduction of 15% in J~c

On the basis of physical behavior it is suggested that the trend of KjC versus temper-
ature should sharply change slope to denote the border between the upper shelf and transi-
tion regions. Brittle fracture is shown to occur on the upper shelf albeit preceded by a
limited amount of stable crack extension. This phenomenon suggests caution in the
structural interpretation of upper shelf behavior. The irradiated upper shelf toughness
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KIk for code CAB material from the BSR-2 capsule exhibited only a 10% degradation in
comparison with the unirradiated level. On the other hand the tearing modulus was
reduced by a factor of 2.3 with irradiation. This suggests that the interpretation of upper
shelf toughness should not be based solely on an initiation toughness.

With the BSR-2 and BSR-3 irradiated specimens a temperature elevation of 65 and
940C respectively was observed in the transition temperature regime at a toughness level
of 100 MPa\/ii. These values are in general agreement with those projected from PCCv
trends at the same toughness level.

Thermal Control Tests
J.R. Hawthorne

Long-term 2880C heating effects in the absence of nuclear radiation will be determined
with thermal control specimens. Thermal conditioning treatments for all materials were
scheduled to commence in CY 1979. All four specimen types (Cvi PCCv, CT, and tensile)
will be included in limited numbers. Initially only one thermal conditioning time will be
evaluated for each material and will correspond to the longest expected time at tempera-
ture in the reactor (highest fluence condition). Additional, shorter thermal conditioning
times will be considered if first results warrant. Exposure times for experiments BSR-2,
BSR-3, BSR-4, and BSR-5 were respectively 22.4, 34.6, 76.2, and 71.9 days. The longest
time of exposure for planned experiments is not expected to exceed 92 days (2200 hours).
Initial results from thermal control tests will become available in September 1979. Thermal
control investigations should be completed by February 1980.

PLANS FOR CY 1979

Experimental plans for CY 1979 include the following efforts and objectives:

* Completion of reactor irradiation exposures for experiments BSR-6 through
BSR-14. (The material for experiment BSR-14 will be decided in part from the results of
experiments BSR-2 through BSR-10).

* Completion of computer calculations of neutron spectrum conditions in the NRL-
EPRI experiment irradiation facilities (BSR core positions 76 and 78).

* Completion of preirradation and postirradiation Cv, PCCV, and tensile tests (all
materials).

* Completion of thermal conditioning treatments and commencement of postcondi-
tioning tests (all materials).

* Continuation of preirradiation and postirradiation CT specimen testing (all
materials).

55



HAWTHORNE

* Evaluation of Cv and PCCv test methods correlation for the irradiated condition.

* Development of the initial correlation test of Cv-versus-CT test methods.

Research findings and accomplishments during this period will be documented in
the third annual progress report.
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